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COEFFICIENT OF THERMAL EXP

Ryertex G 10

Extren Thermal Cure Clear Rod
Extren 500 Sheets

Extren 500 Shapes

Extren 525 Sheets

Extren 525 Shapes

Extren Thermal Cure Vinyl Ester Rod
Extren 625 Sheets

Extren 625 Shapes

VHME; Polypropylene/Glass
Ryertex C

Ryertex CE

Ryertex LE

Ryertex CG

Nylon 6/6 - 30% Glass

Azdel

Polyphenylene Sulfide (Ryton)
Nylon 6 - 30% Glass
Polyimide - Unfilled (Vespel)
Polyetheretherketone (PEEK)
PVC Type |

Polyetherimide (Ultem)

Acetal - Homopolyer - 20% Glass

Acrylic - Cast

0.055
0.44
0.44
0.44
0.44
0.44
0.44
0.44

0.44

111
111
111
111
1.30
1.50
2.30
2.50
2.50
2.60
3.00
3.10

3.20

3.50
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