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Polyetheret 91.83
Polyimide 21.94
Polyphenyl 12.69
PVDF 6.21
Polyetheri 6.00
PTFE (Tefl 5.72
Polysulfon 5.21
Acetal - H 4.85
Nylon 6/6 - 4.38
Nylon 6 - 3 4.36
Nylon 6/12 3.70
Polymethyl 3.31
Ryertex G 1.80
Acetal - H 1.73
Acetal - C 1.69
Crosslinke 1.56
Nylon 6OL 1.56
Ryertex C 1.45
Nylon 6/6 ( 1.42
Nylon 6 (Ca 1.40
Extren 625 1.36
Extren 625 1.36
Extren Th 1.36
Ryertex L 1.36
CPVC 1.27
Ryertex C 1.06
VHME; Pol 1.03
PET - Unfil 1.00
Ryertex C 1.00
ABS 0.93
Extren 525 0.93
Extren 525 0.93
Extren 500 0.82
Extren 500 0.82
Extren Th 0.82
Polycarbo 0.79
Azdel 0.75
Acrylic - C 0.48
Polyethyle 0.47
PVC Type 0.43
Polyethyle 0.28
Polypropyl 0.27
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